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An experiment was performed to remove zinc in open
hearth furnace dust by chlorinating roasting with the use
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As a method of Zn removal from the open hearth
farmace dust, charcoal was used as & reducing agent,
At 8 roest-temperatare of 1300°C, with 10%, charcoal,
the Zxnt remowal resched 77 and at the sams time, e
increase in redction of Pb and amouse of Fe was de-
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Trans. of T'etau to Hagane (Japan) 1962, v. 48, no, 4
p. 453-455, "————"" ) '

DESCRIPTORS: *Dusts, Iron industry, Open hearth
furnaces, *Zinc conpounds, Oxides, Separation,
Pellets, Ccke, Rotary furnaces,

In this method of remnoving Zn from open hearth furnace
dust, a product of semi-reduced Luppen of about 609,
total iron (40 metallic Fe), Zn <3.0%; and its by-
products (about 85% of zinc oxide) were obtainad. This
zinc oxide may be effectively utilized and therefore, it
15 well Justified budget-wise, An important reason for
(Metallurgy, TT, v. 10, no. 11) Qffice of Techmical Services
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